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The ability to con®ne and store optical energy in small volumes
has implications in ®elds ranging from cavity quantum electro-
dynamics to photonics. Of all cavity geometries, micrometre-
sized dielectric spherical resonators are the best in terms of their
ability to store energy for long periods of time within small
volumes1. In the sphere, light orbits near the surface, where long
con®nement times (high Q) effectively wrap a large interaction
distance into a tiny volume. This characteristic makes such
resonators uniquely suited for studies of nonlinear coupling of
light with matter. Early work2,3 recognized these attributes
through Raman excitation in microdropletsÐbut microdroplets
have not been used in practical applications. Here we demonstrate
a micrometre-scale, nonlinear Raman source that has a highly
ef®cient pump±signal conversion (higher than 35%) and pump
thresholds nearly 1,000 times lower than shown before. This
represents a route to compact, ultralow-threshold sources for
numerous wavelength bands that are usually dif®cult to access.
Equally important, this system can provide a compact and simple
building block for studying nonlinear optical effects and the
quantum aspects of light.

Raman sources based on silica may be helpful in extending the
available range of semiconductor lasers. But to date these sources
have required very high pump power, and are macroscale devices.
Silica microspheres are good candidates for next-generation Raman
sources, and have the highest Q-factors (quality factors) of any
optical resonator (.109). Here we report a Raman source consisting
of a high-Q silica microsphere coupled to an optical ®bre. This
device enables a large reduction in the necessary threshold pump
power4, while ®bre-coupling5 notably improves overall ef®ciency
and provides a convenient method of optical ®eld transport.
Although a single Raman laser is investigated in this work, the
ability to ®bre-couple should enable easy scaling to multiple
resonant systems along a single ®bre (Fig. 1).

The lasing threshold occurs when cavity round-trip gain equals
round-trip loss. For an intensity-dependent gain coef®cient (such as
for a Raman laser), and taking into account the power build-up
factor in a resonator, we obtain the following equation for threshold
pump power;
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Here Pthreshold denotes the incident power necessary in the ®bre
(not the power coupled into the resonator), n is the index of
refraction, Veff is the effective pump mode volume (that is, taking
the full-width at half-maximum of the intensity distribution), lP

and lR are the pump and Raman wavelengths, ¡ is the spatial mode
overlap factor between pump and Raman modes (¡ < 1), g is the
nonlinear bulk Raman gain coef®cient, B is a correction factor of the
circulating power due to internal backscattering (between 1 and
0.5), and QP

T is the total quality factor for the pump mode, made up
of an intrinsic contribution QP

o and a coupling contribution QP
e (and

similarly for the Raman mode). Equation (1) has the important
feature that the threshold pump power scales inversely with the
factor Q2/V, which is the same as quality factor multiplied by the
cavity Purcell factor (~ Q/V). Thus quality factor plays a dominant
role in device performance, resulting from the necessity of a doubly
resonant process. This is a classical conclusion, neglecting the

additional bene®t due to enhancement of the gain coef®cient by
cavity quantum electrodynamics6 (QED).

Silica microspheres were fabricated by melting the tip of a
standard telecommunication (SMF-28) ®bre with a CO2 laser;
surface tension creates a spherical volume with low eccentricities
(,2%). These spheres were optically coupled by the use of a tapered
optical ®bre, formed by heating and stretching a length of single-
mode ®bre. Typical taper diameters were approximately 1.5 mm
with losses of less than 5%. Details of the fabrication of micro-
spheres and tapers are given elsewhere5. A polarization controller
was used to adjust the incident polarization state at the sphere±
taper junction to maximize the coupling ef®ciencies while preser-
ving large values of Q. In these measurements, values of Q were in
the low 108 range, believed to be limited by surface scattering and
OH absorption7. Surface scattering also induces backscattering of
power and couples the initially degenerate clockwise and anti-
clockwise circulating modes, causing a splitting of the resonance
wavelength8, in addition to a reduction of the circulating power (up
to a factor of two). The taper position is controlled relative to the
microsphere by a three-axis stage with a resolution of 20 nm. A
tunable 1,550-nm external-cavity diode laser with 300-kHz line-
width is used as a pump. The laser is scanned repeatedly through a
frequency range of approximately 60 GHz around a single whisper-
ing-gallery mode (WGM).

Figure 2 shows the emission spectrum for a Raman microsphere
laser (intrinsic pump quality factor of Qo = 108) excited far above
the threshold for stimulated Raman scattering. There are a multi-

Figure 1 Cascading multiple Raman lasers along a single ®bre. Black arrow represents

input wave. Each microsphere may emit a different Raman wave, indicated by the

coloured arrows.
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Figure 2 Spectrum of a 70-mm-diameter Raman microsphere laser with pump powers of

2 mW. The pump is at 1,555 nm. Peaks located around 1,670 nm are Raman oscillations,

separated by the free spectral range of the microsphere. Secondary lines around

1,555 nm are due to four-wave mixing between the pump and two Raman waves. Inset, a

microsphere coupled to a ®bre taper.
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tude of nonlinearly generated wavelengths, from stimulated Raman
peaks centred around 1,670 nm to Raman-assisted four-wave-
mixing peaks located symmetrically about the 1,550-nm pump.
Stimulated Raman scattering has a very high threshold (nonlinear
gain coef®cient of 10-11 cm W-1), requiring signi®cant circulating
pump powers. This suggests that other nonlinear processes having
lower thresholds, such as stimulated Brillouin scattering (SBS),
could also be present in the systems tested. SBS, for example, should
have a threshold roughly 500 times lower than stimulated Raman
scattering (nonlinear gain coef®cient is 500 times larger). To
determine the presence of SBS, an optical spectrum analyser was
used to measure backward-propagating optical power coupled from
the microresonator into the ®bre taper. The gain spectrum for SBS is
very narrow (,100 MHz) with a roughly 10 GHz frequency down-
shift in silica. The microresonators tested here have free spectral
ranges on the order of terahertz, with an eccentricity splitting of the
azimuthal modes on the gigahertz scale9. In general, this splitting is
dependent upon fabrication-induced irregularities, thus overlap
with the SBS spectrum is unlikely. Consequently, SBS was only
observed when a WGM overlapped the Brillouin gain spectrum, in
agreement with experiments on liquid droplets10. However, the
backward spectral monitor did show the expected strong Raman
oscillation. Cascaded Raman peaks, if present, were not observable
due to the wavelength range of our optical spectrum analyser. We
note that four-wave mixing associated with the Kerr effect was also
observed. However, such processes in microcavities are governed by
strict conditions imposed by the combined effect of the phase-
matching requirement with the WGM spectral structure. This will
be investigated in future work.

To investigate the dependence on quality factor, the threshold
was measured while varying the coupling between the taper and
microsphere by changing the air gap (Fig. 3). The data follow a
near-parabolic shape, with a measured minimum value of 62 mW.
This value is, to our knowledge, the lowest directly measured
(not inferred) threshold for any nonlinear substance to date. A
theoretical ®t, based on exponential dependence of the coupling Q,
shows excellent agreement. We also obtain good agreement with a
calculated minimum threshold value of 50 mW under the assump-
tion that Raman mode Q is equal to pump mode Q. The minimum
threshold does not lie at the critical coupling point11, where

circulating pump power (Raman gain) is largest. It in fact occurs
for the system in a slightly undercoupled state (weaker coupling
than at the critical point), corresponding to an observed pump
transmission of 12%. This shift results from the interplay between
Raman gain and loss, caused by the coupling of both the pump and
Raman wave to the ®bre waveguide. In the simpli®ed case where the
quality factors of pump and oscillating modes are equal, the
theoretical minimum occurs for a pump power transmission of
11%, in good agreement with the experimental value.

Examining the threshold equation (equation (1)), the threshold is
expected to scale approximately as radius squared (effective mode
volume is nearly quadratic in radius). To investigate this, the
minimum threshold for various sphere diameters ranging from 28
to 110 mm was measured (Fig. 3 inset). The threshold indeed follows
a quadratic dependence on size. The dependence on quality factor is
normalized out (assuming pump and Raman Q are identical) due to
its strong effect on threshold. In previous work on microdroplets, it
was found that for droplets with diameters of less than 30 mm there
is an additional threshold reduction due to cavity QED effects12. In
the present work we could not accurately determine threshold in
this size range. Smaller spheres experienced very large temperature
effects, causing the WGMs to experience instabilities13 as well as
thermal shifting of the spectrum, complicating pumping of the
resonant mode. With suf®cient thermal control it may be possible to
quantify precisely the reduction of threshold in this smaller size
regime.

The ef®ciency of the Raman oscillator was investigated by
decreasing the pump power until a single emission wavelength
was observed on the optical spectrum analyser (Fig. 4). The
measured threshold is 86 mW for this 40-mm sphere. This value is
nearly 1,000 times lower than the corresponding values measured in
previous work using microdroplets (45 mW for a 30-mm CS2

droplet; ref. 11), despite the fact that silica has a 1,000 times smaller
Raman gain coef®cient. This improvement of nearly 106 results
from ef®cient single WGM excitation, whereas free-space beams
(used previously) lack high spatial mode selectivity. Upon closer
examination, the Raman emission in fact consisted of a number of
separate simultaneously oscillating peaks (to the temporal resolu-
tion of the optical spectrum analyser), corresponding to different
azimuthal modes. The number of oscillating modes was typically
3±5, owing to the spatial selectivity of the ®bre-taper. The
measured unidirectional absolute conversion ef®ciency was 16%,
with a differential quantum ef®ciency (clockwise and anticlockwise
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Figure 3 Coupling gap and size dependence of the Raman threshold. Main ®gure, Raman

oscillation threshold versus taper±sphere gap for a 40-mm-diameter sphere (Qo = 108).

Position is measured from the critical coupling point, and negative values correspond to

the undercoupled regime. The minimum threshold occurs with the microsphere about

0.15 mm undercoupled, and corresponds to a transmission of 12%. Solid line, a

theoretical ®t to the threshold equation. Inset, normalized minimum threshold versus

sphere size, which follows a quadratic dependence.
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Figure 4 Single longitudinal mode Raman lasing. Raman spectrum for a 40-mm-diameter

microsphere, exhibiting a unidirectional conversion ef®ciency of 16% (pump is at

1,555 nm). Inset, Raman power output (sum of forward and backward emission) versus

incident pump power. Differential quantum ef®ciency is 36%.
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oscillation) of 36%. In other microspheres tested, Raman output
powers as large as 200 mW were obtained.

There are several ways to improve the performance of this system.
Quality factors of 109 have been achieved previously in fused-silica
microspheres14, which should lead to submicrowatt Raman thresh-
olds. The use of small spheres (provided temperature issues can be
resolved) should improve Raman conversion ef®ciencies under
increased pump power due to the increase in free spectral range,
which decreases the ef®ciency of secondary Raman lines and
Raman-assisted four-wave mixing. Disks should allow true single-
mode emission. Concerning the outlook for future work and the
implications of our work beyond an ultra-ef®cient and compact
Raman source: there are several potential avenues that could be
useful in fundamental studies. First, we note that opportunities exist
to explore cavity QED effects in smaller microsphere samples6. As
noted above, this will require an improvement in the stabilization of
the sphere temperature. Additionally, the ability to achieve ultra-
low-loss coupling between the resonator and the ®bre taper suggests
that compound resonant systems could be studied by attachment of
multiple resonators along a single ®bre taper. As noted earlier, we
have observed Raman and SBS oscillation as well as four-wave
mixing in these systems. These nonlinearities can be accessed in a
compact volume through a nearly ideal ®eld transport channel
(optical ®bre) and ®eld coupling junction (the taper). As such, this
system can be viewed more broadly as a building block for study of a
host of nonlinearities within a high-Q silica resonator, and poten-
tially for generation of non-classical photon states15,16 and their
ef®cient transport. Indeed, we believe the compact nature of the
system combined with the power of ®bre ®eld transport could
afford relatively straightforward access to single or tandem resonant
systems in normally challenging environments such as ultralow-
temperature chambers17. The ability to load or suitably modify
spheres using dopants or quantum dots18 could also be useful in
such studies. M
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Homogeneous organometallic catalysts and many enzymes acti-
vate reactants through coordination to metal atoms; that is, the
reactants are turned into ligands and their reactivity controlled
through other ligands in the metal's coordination sphere1. In the
case of supported metal clusters, catalytic performance is in¯u-
enced by the support and by adsorbed reactants, intermediates or
products. The adsorbates are usually treated as ligands, whereas
the in¯uence of the supports is usually ascribed to electronic
interactions2,3, even though metal clusters supported on oxides4±6

and zeolites7 form chemical bonds to support oxygen atoms. Here
we report direct observations of the structure of supported metal
clusters consisting of four iridium atoms, and the identi®cation of
hydrocarbon ligands bound to them during propene hydrogena-
tion. We ®nd that propene and molecular hydrogen form propy-
lidyne and hydride ligands, respectively8, whereas simultaneous
exposure of the reactants to the supported iridium cluster yields
ligands that are reactive intermediates during the catalytic pro-
pane-formation reaction. These intermediates weaken the bond-
ing within the tetrahedral iridium cluster and the interactions
between the cluster and the support, while replacement of the
MgO support with g-Al2O3 boosts the catalytic activity tenfold, by
affecting the bonding between the reactant-derived ligands and
the cluster and therefore also the abundance of individual ligands.
This interplay between the support and the reactant-derived
ligands, whereby each in¯uences the interaction of the metal
cluster with the other, shows that the catalytic properties of
supported metal catalysts can be tuned by careful choice of their
supports.

Our Ir4 clusters resemble the platinum nanoclusters in industrial
naphtha reforming catalysts9,10. Decarbonylation of [Ir4(CO)12] on
porous g-Al2O3 (surface area, 100 m2 g-1) or of [HIr4(CO)11]

- on
MgO (70 m2 g-1)11,12 yielded supported Ir4 catalyst samples with
1 wt% Ir that were used to catalyse the hydrogenation of ethene and
propene. Conventional measurements of catalytic reaction rates13

were complemented by extended X-ray absorption ®ne structure
(EXAFS)14 and infrared (IR)8 spectroscopies, allowing us to deter-
mine the cluster structure and identify the ligands derived from the
supports and the reactants while the catalysts were active in ¯ow
reactors. Infrared spectra of adsorbate ligands were determined by
subtracting the spectrum of the sample in an inert gas (He) from
that of the sample in the treatment gas; when absorption by the
reactant gas or product gas was signi®cant, its spectrum was also
subtracted8.
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